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UN-DOT Test

Sherman Roto Tank LLC M6614

8521 Industrial Drive, Pearland Texas 77584
Package Description: 

330 IBC 4 bungs Viton
Test Type:

Design Qualification

Date

10/21/2021
Time

10:42 AM
Resin Lot #

U-00013053

Capacity Test
Shift Date Time Capacity: Test 

Type O:
Test 

Type R:
Test 

Type PA
IBC 

Markings
Status Photo: Photo 

Notes: 
1 10/21/2021 10:45 AM 350 Original   UN 31H2/

Y/10/21/
USA/
M6614/4502/2501/1250L/
126kg/
100kPa/
021/10/21. 
44698

Pass 330 IBC 
filled 350gl

Capacity Comments

Comments

The maximum capacity that 330 IBC can store is 
350gl
Photo Notes: 

 

Inspector Name

Hai Dao

Photos
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Inspector Sign

Vibration Test
Shift Start 

Time
Stop  
Time

Vibration 
Frequency

Test 
Type O:

Test 
Type R:

Test 
Type PA

IBC 
Markings

Status Photo: Photo 
Notes: 

1207 12:07 PM 01:07 PM 45.1 Original   31H2/Y/
10/21/
USA/
M6614/4502/2501/1250L/
126Kg/
100Kpa/
10/21 
10/21/ 
94698

Pass No leak.

Vibration Comments

Comments

There is no leak, pass the test
Photo Notes: 

 

Inspector Name

Hai Dao

Photos



UN-DOT Test
Sherman Roto Tank LLC.

 
 

251CCE1A-4C8C-458A-B6E5-02FD6E939FC0 3

Inspector Sign

24 Hour Ambient (F) Drop
Specific 
Gravity

Start 
Time

Stop 
Time

Temp(1) Shift Drop 
Height

Test 
Type 

O:

Test 
Type 

R:

Test 
Type 

PA

IBC 
Markings

Status Photo: Photo 
Notes: 

0.97            

24 Hour Ambient (F) Drop Comments

Comments

 
Photo Notes: 

 

Inspector Name

Hai Dao
Antifreeze 

1

Photos

Inspector Sign
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24 Hour Zero Degree (F) Drop
Specific 
Gravity

Start 
Time

Stop 
Time

Temp(1) Shift Drop 
Height

Test 
Type 

O:

Test 
Type 

R:

Test 
Type 

PA

IBC 
Markings

Status Photo: Photo 
Notes: 

1.06 09:30 
AM

09:55 
AM

0 
degree F

1 1.9(m) Original   UN31H2Y10/21/
USA/
M6614/4502/2501/1250L126kg/
100kpa/
10/21-10/21/87295

Pass  

24 Hour Zero Degree (F) Drop Comments

Comments

The test passed by 1.9m at 0 (F)
Photo Notes: 

 

Inspector Name

Hai Dao
Antifreeze 

1.06

Photos

Inspector Sign
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Hydrostatic Test
Min Start 

Time
Stop 
Time

KPA Shift IBC 
Markings

Temperature 
of 

Water

Test 
Type: 

O

Test 
Type: R

Test 
Type: 

PA

IBC 
Markings

Status

10 11:15 AM 11:25 AM 100 1 31H2/y/
10/21/
USA/
M6614/4502/2501/1250L/
126kg/
100kpa/
10/21 
10/21/

78 Original   31H2/Y/
10/21/
USA/
M6614/4502/2502/1250L/
126kg/
100kpa/
10/21 
10/21/94689

Pass

Hydrostatic Test Comments

Comments

Passed, no leak
Photo Notes: 

 
Inspector Name

Hai Dao

Water Temperature

78
F/C

F

Photos

Inspector Sign
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Bottom Lift Test
Shift Date Test 

Type O:
Test 

Type R:
Test 

Type PA
Status IBC 

Markings
Applied 
Weight

Photo: Photo 
Notes: 

1 10/19/2021 Original   Pass 31H2/Y/
10/21/
M6614/4502/2501/1250L/
126kg/
100kpa/
10/21 
10/21/ 
94689

3130 Test 4 
ways, 
twice each 
direction

Bottom Lift Test Comments

Comments

Pass for each direction
Photo Notes: 

 

Inspector Name

Hai Dao

Photos
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Inspector Sign

Stack Test
Shift Start 

Date
Stop 
Date

Start 
Time

Stop 
Time

Temperature 
of 

Test

Test 
Type 

O:

Test 
Type 

R:

Test 
Type 

PA

Status IBC 
Markings

Applied 
Weight

Photo: Photo 
Notes: 

1 10/20/202111/30/202110:30 
AM

10:30 
AM

104 Original   Pass 31H2/Y/
10/21/
USA/
M6614/4502/2501/1250L/
126kg/
100kpa/
10/21 
10/21/ 
94689

4502 Testing 
in 28 
days 
with 
104 F

Stack Test Comments

Comments

Pass testing in 28 days under 104F degree
Photo Notes: 

 

Inspector Name

Hai Dao

Photos
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Inspector Sign

Leakproof Test
Shift Start 

Time
Stop 
Time

Pressure 
Applied

Test 
Type O:

Test 
Type R:

Test 
Type PA

Status IBC 
Markings

Photo: Photo 
Notes: 

1 01:25 PM 01:35 PM 20 KPa Original   Pass 31H2/y/
10/21/
USA/ 
M6614/4502/2501/1250L/
126Kg/
100kpa/
10-21 
10/21/94689

Testing 
air 
proofness 
with 20kpa

Leakproof Test Comments

Comments

Pass the test with 20kpa pressure
Photo Notes: 

 

Inspector Name

Hai Dao
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Photos

Inspector Sign

Sample Summary Information
Part 

Description
Part # Date of 

Manufacture
Pass Fail Notes

Inner Tank 330IBC LLDPE 10/07/2021  
Capacity 330gal 10/21/2021  
IBC Cap Viton 10/21/2021  
Cap Gasket Viton 10/21/2021  
Valve Termax 10/21/2021  
Valve Gaskets Viton 10/21/2021  
Accessories 4 bungs 10/21/2021  
Pallet LLDPE 10/21/2021  

Dimensions

A 

45.30
B 

45.30
C 

E 

61.77
F 

13.00
G 

J 

4.25
K 

8.61
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3.50
D 

45.00

45.30
H 

3.75
I 

8.00

Wall Thickness

Article

330 IBC
Date

10/21/2021
Time

11:42 AM

PN/BOM#

94689
Test Report

2021-1017-001
If values are below (min.) nominal values machine 
parameters have to be adjusted.

After that a new measurement must be carried out.

If this measurement is in order, the new value 
should be entered in the field "correction"

Wall Thickness Measures
Measuring 
points in 

mm

LOT - 
Nominal 

(min.)

Actual 
Value

LOT - 
correction

Actual 
Value

LOT - 
correction

Actual 
Value

correction

top 1  12.5 (mm)      
top 2  12.5 (mm)      
top 3  11 (mm)      
top 4  11 (mm)      
top 5  12.8 (mm)      
top 6  12.8 (mm)      
front 7  11 (mm)      
right side 8  11 (mm)      
rear 9  11 (mm)      
left side 10  10 (mm)      
front 11 
(discharge)

       

front 12 
(discharge)

       

bottom 13  12 (mm)      
bottom 14  12.3 (mm)      
bottom 15  12.5 (mm)      
bottom 16  12.5 (mm)      
bottom 17  12 (mm)      
bottom 18  11.8 (mm)      
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Measuring 
points in 

mm

LOT - 
Nominal 

(min.)

Actual 
Value

LOT - 
correction

Actual 
Value

LOT - 
correction

Actual 
Value

correction

bottom 19  12 (mm)      
min.seam 
thickness 20

       

min.wallthickness 10 (mm)      
weight in lb  278      

Wall Thickness Signature

Inspector/Operator Name

Hai Dao
QA Manager Name

Toan Nguyen

Team Leader Name

Toan Nguyen
Plant Manager Name

Toan Nguyen

Inspector/Operator Signature:

QA Manager Signature:

Team Leader Signature:

Plant Manager Signature:

Final

NOTES: 
(1) Temp refers to the drop test solution in the test 
IBC's. Temp.must be read and recorded at the 
beginning of each series of tests. 

Inspector Name

Hai Dao
I have reviewed and acknowledge the test results on this 
sheet



UN-DOT Test
Sherman Roto Tank LLC.

 
 

251CCE1A-4C8C-458A-B6E5-02FD6E939FC0 12

(2) Specific Gravity refers to the strength of the 
propylene glycol and water mixture. Specific gravity 
must be read and recorded at the beginning of each 
series of tests. 
(3) O = ORIGINAL R = RETEST PA = POST 
ADJUSTMENT
Additional Comments

 
Plant Manager Name

Toan Nguyen

Plant Manager Signature

Inspector Signature


